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ALASKAN COPPER WORKS
3200 FACILITY
APRIL 21, 1994
M34187 COMPOSITE

| VISUAL REPRESENTATION OF LAB RESULTS

|

CHROME COPPER NICKEL  ZINC
RESULTS 19 1.7 1.8 03
LIMITS 271 3.00 3.98 261
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ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
APRIL 5, 1994 APRIL 6, 1994
M33938 METRO GRAB M33959 METRO 24 HR
[ VISUAL REPRESENTATION OF LAB RESULTS ]

CHROME COPPIEER NICKEL  ZINC
RESULTS 0.88 058 075 <.05
LIMITS 277 3.00 3.98 261

CHROME (COPPER NICKEL  ZINC

RESULTS 14 0.87 12 0.1
LIMITS 21 3.00 3.98 261
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